
Geochemical 
Lab Report

Boadv-Ots. I nr
12980 \tei Cedar Dr. 
Lakewood, Colorado 80228 
(303)989-1404

BONDAR-CLEGG

REPORT: 098*1009_____________ _ j j PROJECT J^Bl AS THOLE PAGE 1

SAMPLE ELEMENT FireAu CN Au SAMPLE ELEMENT FireAu CN Au
DUMBER UNITS OPT OPT NUMBER UNITS OPT OPT

02 S-9-6-020 <0.002 02 S-9-6-239 0.027 0.026
D2 S-9-6-021 0.003 B2 S-9-6-240 0.016 0.013
[12 S-9-6-022 0.002 02 S-9-6-241 0.015 0.013 fj
D2 S-9-6-023 0.004 02 S-9-6-242 0.018 0.016
02 S-9-6-024 0.010 02 S-9-6-828 0.032 0.031

B2 S-9-6-025 0.007 02 S-9-6-829 0.028 0.026
02 S-9-6-026 0.009 02 S-9-6-830 0.011
02 S-9-6-027 0.008 02 S-9-6-831 0.009
02 S-9-6-028 0.012 02 S-9-6-840 0.017 0.016
02 S-9-6-029 0.010 02 S-9-6-841 0.016 0.021

02 S-9-6-030 0.013 02 S—9-6-842 0.028 0.031
02 S-9-6-031 0.014 02 S-9-6-843 0.014
02 S-9-6-045 0.010 02 S-9-6-844 0.033 0.019
02 S-9-6-044 0.005 02 S-9-6-845 0.024 0.023
02 S-9-6-047 0.003 02 S-9-6-846 0.044 0.047

02 S-9-6-070 <0.002 02 S-9-4-847 0.040 0.042
02 S-9-6-071 0.004 02 S-9-6-848 0.053 0.042
02 S-9-6-072 0.004 02 S-9-6-849 0.022 0.018
02 S-9-6-073 0.773 0.163 02 S-9-6-850 0.008
02 S-9-6-074 0.006 02 S-9-6-860 0.004

02 S-9-6-075 0.008 02 S-9-6-869 0.038 0.034
0.02402 S-9-6-076 0,007 02 S-9-6-889 0.025

02 S-9-6-077 0.005
02 S-9-6-078 0.009
02 S-9-6-079 0.008

02 S-9-6-080 0.026 0.028
02 S-9-6-081 0.025 0.026
02 S-9-4-096 0.012
02 S-9-6-097 0.021 0.011
02 S-9-6-228 0.0 20 0.018

02 S-9-6-229 0.033 0.030
02 S-9-6-230 0.026 0.024
02 S-9-6-231 0.048 0.045
02 S-9-6-232 0.049 0.045
02 S-9-6-233 0.098 0.091

02 S-9-6-234 0.066 0.053
02 S-9-6-235 0.047 0.040 (T
02 S-9-6-234 0.034 0.026
02 S-9-6-237 0.030 0.016
02 S-9-6-238 0,039 0.034

O 'y -5i



LAB. REPORT NO
. : ; 03.

BGNDAR-CLEGG INC.

Date Shipped

12380 W. CEDAR DR, LAKEWOOD, CQ BOG2B PHONE: 989-V104 TELEX: 45-693

—-ihM
SAMPLE SHIPMENT NOTICE

Via/-- /1~l Prepaidor

# Parcels in Shipment.

□ Collect
A 7

^________________________ TOTAL NUMBER OF SAMPLES.
GEOLOGIST'S NAMEPHONE NUMBER'. T ^ 7"•■U'/PROJECT NAME OR NIIMRFR ///- /•' 'L£r

Samples
Type

#
Samples

Sample Numlien 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag CD Nl Co Mo Fe Bi V U W F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP

Ore
test

Cu Pb Zn Ag Cd Ni Co Wn Fe Bi V u w F As Hg Sn Sb Ba E spec
Neutron

Activation □CP test

Cu P!) Zn Wo Ag Cd Ni Cg Wn Fe Bi V u w F As Hg Sn Sb Ba E spec
Neulron

Activation DCP
ore
ten

1 ^ Cu PD Zn wo *9 CD Nl Cg Wn Fe Bi V u w F A» As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

/ • Cu Pb Zn Mo Ag Cd Ni Co Wn Fe Bi V u w F * As Hg Sn Sb Ba E spec
Neutron

Activalton DCP
ore
test

Cu Pb Zn Wo Ag Cd Ni Cg Wn Fe Bi V u w F > As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ure
test

Cu Pb Zn Wo *3 Cd Ni Cg Wn Fe Bi V u w F A. As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Wo Ag Cd Nl Cg Wn Fe Bi V u w F A, As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd Nl Cg Wn Fe Bi V u w F
/

As Kg Sn Sb Ba E spec
Neutron

Activation DCP test

1 Cu Pb Zn Wo Aq Cd Ni Cg Wn Fe Bi V u w F 4 As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

. Cu Pb Zn wo *9 Cd Nl Cg Wn Fe BI V u w F * As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Wo Ag Cd Nl Co Wn Fe Bi V u w F Hu As Hg Sn Sb Ba E spec
Neutron

Activation DCP test

Cu Pb Zn Wo Ag Cd Nl Co Wn Fe Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Wo Ag Cd Ni Co Wn Fe BI V u w F Au As Hg Sn Sb Ba E spec
NBUiron

Activation DCP
ore
test

Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V u w F A As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pll Zn Mo Cd Ni Co Wn Fe Bl V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Please analyze by 

EOCH

IT assay (%, ore grade)

□ geochemical (ppm, trace level)

□ / prepared 
methods, the enclosed <

□ l unprepared
} samples

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ :_ _ _ _ _ _ 1_ _ _ _ _ _ _ _ _ _ _ _ _ _ _

__
(i/dl. ■V /,

—

COARSE REJECTS
& DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PLEASE INDICATE SAMPLE DISPOSITION
PULPS

□ DISCARD AFTER ANALYSIS COMPLETE 
~T*J—RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD 
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS. INVOICES AND SAMPLES TO BE SENT TO:

□ Results _
□ Invoices.
□ Pulps_ _
□ Rejects _

□ Invoice.
□ Pulps _
□ Rejects.

Whin — Lab Copy - Please Include With Shipment

□ Results.
□ Invoice.
□ Pulps _
□ Rejects.

VWlow — Sample Prep Copy Pink — Cliem's Copy



Boodar-Ogg' Inc.
12900 West Cedar Dr. 
Lakewood, Colorado * 
U.S.A. 80228 
Phone: (303) 989-1404 
Telex: 45-693

---------- i---------
*

f-i

BROHH MINING CORP. 
MR. ROD MACLEOD 
P.0. BOX 485 
DEADWOOD- SD
57732

Invoice i 12666- Pade 1

Date J 15-SEP-88

Report NuJ 098-1000 
Project I BLASTHOLE 
Reference: NONE LISTED

42 Analyses of Gold at 4 8.00 * 336.00
Subtotal 4 336.00 4 336.00

22 Analyses of Au/Hot Extraction
9

at 4 1.00 4 88.00
Subtotal 4 88.00 4 8H.00

Sample Preparation
42 Samples of Assay Prep at 4 3.25 4 136.50
42 Samples of Deadwood Surcharge at 4 0.50 4 21.00

Subtotal 4 157.50 4 157,50

Miscellaneous Charges
4Z S.D. STATE SALES TAX 4 1.20
2% DEADWOOD CITY SALES TAX 4 2.10

Subtotal , * 6.30 4 6.30

Invoice Total! 4 587.80

1-6 OA-
7\

,r /
£VC V

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Bondar-Qrgg, Inc.
12980 West Cedar Dr. 
Lakewood, Colorado 
L'.S.A. 80228 
Phone: (>03)989-1401 
Telex. 45-693

BONDAR - CLEGG
41 -

BRGHH MINING CORE.
Invoice : 1266.*>f Page 1

HR. ROD HACLE0D
P.0. BOX 485

Date 13-SEP-8S

DEADW00D. SD Rer ort No 1 098-1000
5"'732 Project t BLASTHOLE

Referencei NONE LISTED

42 Analyses of Gold 
Subtotal

22 Analyses of Au/Hot Extraction 
Subtotal

at t 8.00 t 336.00
* 336.00 * . 33.s.00

It t 4.00 I 88.00
1 88.00 « 8!<. 00

Sample Pteraralion
42 Samples of Assay Prep 
42 Soar let of Peadwoud Surcharge 

Subtotal

Miscellaneous Charges
AX S.D. STATE SALES TAX 
2% PEADUOOD CITY SALES TAX 

Subtotal

at * 3.23 i 136.50 
*t * 0.50 t 21.00

I 137.50 I 137.30

« 4.20
» 2.10
* 6.30 ♦ 6.30

Invoice Total: 587.80 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Bondar-Clq®, Inc.
12980 West Cedar Dr.

Lakewood. Colorado 80228
(303) 989-1404 .

BONDAR CLEGG

Geochemical 
Lab Report



Ckochemical 
I -ah Report

Bondar-< Tcgjj, lac.

LNNO ttea Gala: Dr. 
Lakewood, Colorado 80228 
(303) 989440* .

BONDAR-CLHjG

REPORT*. 098-1000 ( COMPLETE ) REFERENCE INFO*. NONE LISTED

CLIENT! BROWN MINING CORf. SUBMITTED BY! R. MACLEOD
project: blasthole date PRINTED: H-SEP-88

NUMBER OF LOUEJt
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 FireAu Gold 42 0.002 OPT Fire Assay
2 CN Au Au/Hot Extraction 22 0.002 OPT Cyanide Leach Atoaic Absorption

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 42 2 -150 42 Assay Free 42
Deadwood Surcharge 42

remarks: cyanide shake result non reported for sample 
800.



Bondar-CItKg, Inc.
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303)9694404 .

BONDAR CLEGG

Geochemical 
Lab Report

REPORT! 098-1000 project: blasthole PAGE 1

SAMPLE ELEMENT FireAu CN A>j SAMPLE ELEMENT FireAu CN Au
NUMBER UNITS OPT OPT NUMBER UNITS OPT OPT

02 S-9-6-220 0.007 02 S-9-6-826 0,030 0.026
D2 S-9-6-221 0.003 D2 S-9-6-827 0.034 0.023
B2 S-9-6-222 <0.002
D2 S-9-&-223 0.024 0.022
D2 S-9-6-224 <0.002

02 S-9-6-225 0.009
112 S-9-6-226 0.016 0.017
02 S-9-6-227 0.011
02 S-9-6-772 0.010
02 S-9-6-780 0.006

02 S-9-6-781 0.012
02 S-9-6-782 0,010
02 S-9-6-783 0.009
02 S-9-6-784 0.022 0.023
02 S-9-6-785 0.015 0.018

D2 S-9-6-786 0.029 0.029
02 S-9-6-787 0.003
02 S-9-6-788 0.002
02 S-9-6-789 0.006
02 S-9-6-790 0.006

D2 S-9-6-791 0.016 0.015
02 S-9-6-792 0.003
02 S-9-6-800 0.030 0.019
02 S-9-6-801 0.015 0.018
02 S-9-6-802 0.015 0.013

02 S-9-6-803 0.015 0.018
02 S-9-6-804 0.017 0.019
02 S-9-6-805 0.025 0.024
02 S-9-6-806 0,017 0.018
02 S-9-6-807 0.010

02 S-9-6-808 0.018 0,017
02 S-9-6-809 0.018 0.018
02 S-9-6-810 0.030 0.031
02 S-9-6-811 0.006
02 S-9-6-820 0.007

02 S-9-6-821 0.012
02 S-9-6-822 0.018 0.015
02 S-9-6-823 0.017 0.018
02 S-9-6-824 0.034 0.021
02 S-9-6-825 0.018 0.019



f _____
9

LAB. REPORT NO.

BONDAR-CLEGG INC.
%

12960 W. CEDAR DR.. LAKEWOOD. CO. 00228 PHOfNJE 989-1<40*4 TELEX: <45-633

Date Shipped

# Parcels in Shipment________

GEOLOGIST'S NAME _ _ _ _ _ _ _ _ _

SAMPLE SHIPMENT NOTICE

Via , / / . /■ l~l Prepaid or □ Collect
________________ TOTAL NUMBER OF SAMPLES 4—_____________

PHONE NUMBER _ _ _ _ _ _ _ _ _ _ _ _ _ _ £_ _ PROJECT NAME OR NUMBER

Saaplit
Sample Numbers 

(Series)
ELEMENTS TO BE ANALYZED

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
Ore
test

' ? 0 Cu Pb Zn Wo Ag Cd Ni Co Wn Fe Bi V u w F ¥ As Hg Sn Sb 63 E spec Activation DCP
ore
test

Cu PD Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd NI Co Mn Fe Bi V u w F As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd Ni Co Wn Fe Bi V u w F Ai As Hg Sn Sb Ba E spec
Neutron

Activation OCP
ore
test

Cu Pb Zn Mo Ag Cd NI Co Mn Fe Bi V u w F A/k As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd Nt Co Mn Fe Bi V u w F An As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Ag Cd Ni Co Wn Fe Bi V u w F Hi As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd Ni CO Yin Fe Bi V u w F Au As Hg Sn Sb Hg E spec
Neutron

Activation OCP
ore
test

tu Pb Zn Mo Ag Cd NI Co Hn F« Bi V u w F Au As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Ah As Sn Sb Ba E spec
Neutron

Activation DCP
ore
lest

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F As Hg Sn Sb Ba E spec Activation DCP test

Cu Pb Zn Mo Ag Cd NI Co Mn Fe Bi V u w F At; As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
lest

Cu Pb Zn Mo Ag Cd Ni Co Hi Fe Bi V u w F Au As Hg Sn Sb Be) E spec
Neuirort

Activation OCP
ore
test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F Au v Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
test

Cu Pb Mo Cd Ni Co Mn Bi V J w F Au As Sn Sb Ba E spec
Neutron

Activation OCP
ore
test

f EL assay (%, ore grade) ) □ / prepared )
Please analyze by \ > methods, the enclosed < | samples

' □ geochemical (ppm, trace level) * □ * unprepared 1

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 
COMMENTS_ _ _ _ _ _ _ _ _ _ ^_ _ _ _ _ _ _ _ _ _ _ _ _

____L

PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS

□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
D RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO

Results t / f • □ Results.
Invoices (■ /■/,-. /> .'//// . li_ □ Invoices
Pulps □ Pulps
Rejects , Vv / □ Rejects.

Results □ Results.

Invoice □ Invoice .

Ptllps □ Pulps

Rejects □ Rejects _

White — Lab Copy - Please Include With Shipment VWlow — Sample Prep. Copy Pina — Client's Copy



R. MACLEOD"JITre 14-09-i88 09:42:32 098-1000 
"CLIENT BROHM MINING CORP.

02/09/88"

"PROJECT BLASTHOLE #SAMPLES: 42 REFERENCE: NONE LISTED
"SPECIAL VALUES"
" IS Insufficient Sample"
" —9 No Value Recorded"
" Values above the upper limit are shown as +uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)"
"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" 01 FireAu FA OPT 42 0.002 99.999 Results Reported "
" 02 CN Au AA E31 OPT 22 0.002 99.999 Results Reported
"SAMPLE PREPS"
" 40 SAMPLE TYPEciD DRILL CORE
" 41 PI 7 = 42 Assay Prep II
" 42 P86= 42 Oeadwood Surcharge II
"REMARKS"
" 50 CYANIDE SHAKE RESULT NOW REPORTED FOR SAMPLE II
" 51 800. II
11 * * * * n
"FORMAT (A 8,1X ,A1, A1,1X,A20,2(IX,A7,Al))"
"BEGIN " " Type " "Frac" "Sample ID" "FireAu" " CN Au II
"10000001" "D" ii 2 M "S-9-6-220 II 0.007 • 9
"10000004" " D " "2" "S-9-6-221 II 0.003 •9
"10000005" "0" 11 p n "S-9-6-222 II -0.002 •9
"10000006" "D" m 2 •• "S-9-6-223 II 0.024 0.022 2-
"10000007" "0" m 211 "S-9-6-224 II -0.002 •9
"10000008" "D" "2" "S-9-6-225 II 0.009 •9
"10000009" " D " "2" "S-9-6-226 II 0.016 0.017
"10000010" "D" 11 2 11 "S-9-6-227 II 0.011 •9
"10000011" " D" "2" "S-9-6-772 11 0.010 - 9
"10000012" "0" 11211 "S-9-6—780 II 0.006 -9
"10000013" " D " 11 2 11 .>5-9-6-781 II 0.012 -9
"10000014" " 0 " n 2 M "S-9-6—782 II 0.010 -9
"10000015" "D" " 2 " "S—9—6—783 II 0.009 -9
"10000016" "D" 11 2 M "S-9-6-784 II 0.022 0.023 f ’ i
"10000017" "D" 112 *• "S-9-6-7 85 II 0.015 0.018 * 57 .>
"10000018" "D" 11 211 "S-9-6-786 II 0.029 0.029
"10000019" "D" 11 2 M "S—9-6-787 II 0.003 ■ 9
"10000020" "D" 112 •* "S-9-6—788 II 0.002 -9
"10000021" "0" 11 2 '* "S —9 —6 —7 89 II 0.006 - 9
"10000022" "D" *' 2" "S-9-6-790 II 0.006 -9
"10000023" " D " "2" "S-9-6-791 II 0.016 0.015
"10000024" "D" n 2 " "S-9-6 —7 92 II 0.003 •9
"10000025" " D " "2" "S—9-6-800 II 0.030 0.019
"10000026" "0" "2" "S—9—6-801 II 0.015 0.018
"10000029" "0" " 2 " ■>3-9-6-802 II 0.015 0.013 f-
"10000030“ "0" 112 *• "S—9—6—803 II 0.015 0.018
"10000031" "D" "2" "S-9-6—804 II 0.017 0.019 0}
"10000032" "D" "2" >>5 — 9 — 6 — 805 II 0.025 0.024 (O '
"10000033" "0" 112 " S-9 —6 —806 II 0.017 0.018
"10000034" "0" "2" "S-9 —6-80 7 II 0.010 •9
"10000035" nD" 11 2 •• "S-9—6-808 II 0.018 0.017
"10000036" " D " "2" "S-9—6—809 II 0.018 0.018
" 10000037" " D " "2" "S-9-6-810 II 0.030 0.031 ttro
"10000038" "D " "2" "S-9-6—811 II 0.006 -9
"10000039" " D " 11 211 "S-9-6-820 II 0.007 '■9
"10000040" " 0 " "2" " S —9 —6 —8 21 II 0.012 •9
"10000041" "D" 11 2 >' " S-9 —6 —822 II 0.018 0.01b r~-
"10000042" "D" 11 2 •* " S-9 —6-823 II 0.017 0.018
"10000045" "0" "2" " S-9-6-824 II 0.034 0.021
"10000046" "0" "2" " S-9 —6-825 II 0.018 0.019 j
"10000047" "D" ii 2 m " S —9-6-826 II 0.030 0.026
"10000048" " D " "2" »S -9-6-827 II 0.034 0.023

II



10150W50" " D " " 2 " "3-9-b-lJb W . 0 JTb ID.KUO to *
10150051" " D " M 2 "S—9-6-137 " 0.017 0.024
101^052" "D," "2': "S-9-6-138 " 0.035 0.030
1-0150053 " HQ" M 2 "S—9-6—139 " 0.019 0.019 / eTZ>

10150054" "0" " 2 " "S-9-6-140 " 0.009 -9

10150055" HQ" II 2 " "S-9-6-141 " 0.010 -9

10150056" " D " M 2 •• "S-9-6-142 " 0.012 -9

10150057” "D" i» 21< "S—9-6—143 " 0.005 -9

10150058" " D " " 2 " "S-9-6-144 " 0.027 0.023

10150061" " D " ii 2 n "S-9-6-145 " 0.009 -9
10150062" " D " "2" "S—9—6-146 " 0.017 0.015

10150063" " D " h 2 "S —9 —6 — 17 0 " 0.003 -9
10150064" "0" "2" "S—9—6-171 " 0.005 -9
10150065" " D " 2 H "S-9-6-172 " 0.004 -9
10150066" HQ" ii 2 M "S-9-6-173 " 0.004 -9
10150067 " " D " "2" "S-9-6-174 " 0.003 -9
10150068" "0" n 2 " "S-9—6-175 " 0.006 -9
10150069" HQ" ii 2 ■■ "S-9-6-176 " 0.008 -9
10150070" "D" "2" "S-9-6-177 " 0.014 •9
10150071" " D " ii 2 " "S —9 —6 — 17 8 " 0.013 -9
10150072" "D" ii 2 " "S-9 —6 — 17 9 " 0.023 0.027 / o>h
10150073" "D" " 2 " "S-9-6-180 " 0.025 0.026 tcv
10150074" " D " ii 2 •« "S-9—6—181 " 0.033 0.033 1 ?~D
10150075" " D " " 2 " "S-9-6—182 " 0.003 -9
10150076" " D " ii 2 m "S-9-6-183 " 0.070 0.064 3 t

10150077" "0" ii 2 •< "S-9-6-184 " 0.031 0.030 11
10150078" "0" " 2 " "S-9-6—185 " 0.022 0.026 IOT>
10150079" "D" M 2 "S-9-6-186 " 0.025 0.023 $Z

10150080" " D " ii 2 " "S —9 —6-18 7 " 0.030 0.033 i cT9

10150081" "D" ii 2 M "S—9—6-188 " 0.022 0.026 ! 3T>

10150082" n D" n 2 11 "S—9—6—189 " 0.038 0.035 -T.

10150083" " D " "2" "S-9-6-190 " 0.023 0.024 irfo

10150086" " D " ii 2 •* "S-9—6—191 " 0.104 0.054 <?l

10150089" " D " ii 2 M "S —9-6-19 2 " 0.025 0.029 l <5D

10150090" " 0 "
" 2 " "S—9—6—193 " 0.011 -9

10150091" " D " ii 2 ** "S —9-6-19 4 " 0.017 -9
10150092" M Q H

ii 2 M "S—9—6-195 " 0.014 -9
10150093"

END"

II Q II „2" "S-9-6-243 " 0.027 0.026



Rondar-flrgg, Inc.
! 2980 Wes* Cedar Dr 
Lakewood. Colorado 
U.S.A 80228 
Phone: (303)989-I4CM 
Telex 45-69?

BROHM MINING CORP. 
MR. ROD MACLEOD 
P.0. BOX 485 
DEABWOOD* SD
57732

Invoice * 1268?» Page 1

Date : 15-SEP-88

Report Noi 098-0988 
Project J BLASTHOLE 
Reference: NONE LISTED

10 Analyses of Gold at t 8.00 % 80.00
1 Analyses of Gold at 1 0.00 % 0.00
1 Analyses of Gold at f 0.00 i 0.00

Subtotal % 80.00 t 80.00

1 Analyses of Au/Hot Extraction at t 4.00 % 4.00
Subtotal i 4.00 t 4.00

Sa»ple Preparation
10 Samples of Assay Prep at t 3.25 t 32.50
10 Samples of Desduood Surcharge at t 0.50 % 5.00

Subtotal t 37.50 » 37.50

Miscellaneous Charges
4Z S.D. STATE SALES TAX I 1.00
2% DEADWOOD CITY SALES TAX t 0.50

Subtotal t 1.50 * 1.50

Invoice Total*. » 123.00 U.S.

Ok *U
flbiur d

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Bondar-CVgg. Inc.
12980 Wes* Cedar Dr 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (3G3) 989-1404 
Telex: 45-693

BONDAR-CLEGG
■■ — -

PPOHM MINI MG CORP. 
MR. ROD MACLEOD 
P.Q. POX -485 
OEAOWOOD* SD 
57732

Invoice 5 12687* PaSe 1

Pate J 15-3EP-88

Report No: 093-0988 
Project : PLASTHOLE 
Reference: NONE LISTED

10 Analvs.es of Gold 
1 Analyses of Gold 
1 Analyse-: of Gold 

Subtotal

1 Anjlvs.es of Au/Hot Extraction 
Subtotal

Sserle Preparation
10- Samples of Assay Prep 
10 Sosples of Pcaduood Surcharge 

Subtotal

Miscellaneous Charges
4% S.D. STATE SALES TAX 
21 DEADUOOD CITY SALES TAX 

Subtotal

Invoice

at 1 8.00 i 80.00
at t 0.00 I 0.00
a( * 0.00 ♦ 0.00

f 80.00 » 80.00

at t 1.00 * 4.00
t 4.00 < 1.00

at 1 3.23 i 32.50
at « 0.50 t 5.00

» 37.50 1 37.30

♦ 1.00
» 0.50
t 1.50 t 1 .30

al 1 123.00

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BONDAR CLEGG

BROW MINING CORP. 
rtf:. ROD MACLEOD 
P.0. BOX 485 
DEADWOODt SD
57732


